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1. Scope

UDC 621.315,.336.027.3:629.113

, @ JAPANESE INDUSTRIAL STANDARD

High-Voltage Cables for Automobile

JIS

C 3405-1987

This Japanese Industrial Standard specifies the high-voltage cables to

be used for automobile, hereinafter referred to as the "cables".

2, Classes and Symbols

b Classes and symbols shall be as given in Table 1.
Table 1
| Class Symbol(1) Insulation Sheath
® voltage oable for mutomopiles |  ATRN Rubber | Chloroprene

Note (!) The meaning of symbol is as follows:

Al: high-voltage cable for automobile

R: rubber

N: chloroprene

V: vinyl

Applicable Standards:

JIS C 3005-Testing Methods
Cables

for Rubber or Plastic Insulated Wires and

JIS C 3152-Tin Coated Annealed Copper Wires

JIS K 2203-Kerosine

I JIS K 2215-Internal Combustion Engine Oils
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