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JAPANESE INDUSTRIAL STANDARD JIS

Low-Voltage Pin Type Insulators C 3844-1975
(Reaffirmed: 1983)

1. Scope

This Japanese Industrial Standard specifies porcelain low-voltage pin type
insulators, hereinafter referred to as the "insulators".

2. Classification and Symbols

The insulators are classified into 9 classes according to their shapes and
symbolized as shown in Table 1.

Table 1
Classification Symbol (1)
. Low~voltage small pin insulator PLS 10165
Low-voltage small bent pin insulator, No. 1 PLS 10138 B-1
Low-voltage small bent pin insulator, No. 2 . PLS 10138 B-2
Liow~-voltage medium pin insulator, No. 1 PLM 10165
Low-voltage medium pin insulator, No. 2 PLM 10190
Low-voltage medium bent pin insulator, No. 1 PLM 10138 B
Low~voltage medium bent pin insulator, No. 2 PLM 12138 B
Low-voltage large pin insulator, No. 1 PLL 12190
Low-voltage large pin insulator, No. 2 PLL 12210

Note (1) The letters indicate the following meaning:
P : Pin insulator
. L in center: Low voltage
S : Small cup
M : Medium cup
L in last: Large cup
B : Bent pin
The numerals indicate the following meaning:

The numerals in the first two places: outside diameter of pin (mm)
The numerals in the last three places: overall length of pin (mm)

Applicable Standards:
JIS B 0205-Metric Coarse Screw Threads
JIS B 0209-Limits of Sizes and Tolerances for Metric Coarse Screw Threads
JIS C 3801-Testing Method for Insulators
JIS G 3101-Rolled Steel for General Structure
. JIS R 5210-Portland Cement |
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