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Foreword

This translation has been made based on the original Japanese Industrial Standard
revised by the Minister of Economy, Trade and Industry through deliberations at
the Japanese Industrial Standards Committee as the result of proposal for revision
of Japanese Industrial Standard submitted by Reliability Center for Electronic
Components of Japan (RCJ)/Japanese Standards Association (JSA) with the draft
being attached, based on the provision of Article 12 Clause 1 of the Industrial Stan-
dardization Law applicable to the case of revision by the provision of Article 14.

Consequently JIS C 60695-9-1:2002 is replaced with this Standard.
This JIS document is protected by the Copyright Law.

Attention is drawn to the possibility that some parts of this Standard may conflict
with a patent right, application for a patent after opening to the public, utility model
right or application for registration of utility model after opening to the public which
have technical properties. The relevant Minister and the Japanese Industrial Standards
Committee are not responsible for identifying the patent right, application for a patent
after opening to the public, utility model right or application for registration of utility
model after opening to the public which have the said technical properties.
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JAPANESE INDUSTRIAL STANDARD JIS C 60695-9-1 : 2008
(IEC 60695-9-1 : 2005)

Fire hazard testing—
Part 9-1 : Surface spread of flame—
General guidance

Introduction
This Japanese Industrial Standard has been prepared based on the second edition
of IEC 60695-9-1 published in 2005 without modifying the technical contents.

The portions underlined with dots are the matters not stated in the original Inter-
national Standard.

1 Scope

This Standard provides guidance for the assessment of surface spread of flame for
electrotechnical products and the materials from which they are formed.

The basic safety publications should be referred to in accordance with JIS Z 8051
and IEC Guide 104 in the preparation of product safety standards.

NOTE : The International Standard corresponding to this Standard is as follows.

IEC 60695-9-1:2005 Fire hazard testing—Part 9-1: Surface spread of
flame—General guidance (IDT)

In addition, symbols which denote the degree of correspondence in the
contents between the relevant International Standard and JIS are IDT
(identical), MOD (modified), and NEQ (not equivalent) according to ISO/
IEC Guide 21.

2 Normative references

The following standards contain provisions which, through reference in this text,
constitute provisions of this Standard. If the indication of the year is given to these
referred standards, only the edition of indicated year constitutes the provision of this
Standard but the revision and amendment made thereafter do not apply. The norma-
tive references without the indication of the year apply only to the most recent edi-
tions (including amendments).

JIS C 60695-4 Terminology concerning fire test

NOTE 1 Corresponding International Standard: IEC 60695-4:1993 Fire hazard
testing—Part 4: Terminology concerning fire tests and Amendment 1:
1995 (IDT)

NOTE 2 Some parts of JIS C 60695-4:1999 does not correspond to the latest
edition, IEC 60695-4 : 2005 Fire hazard testing—Part 4: Terminology
concerning fire tests for electrotechnical products. In the case of discrep-
ancy in the numbering, the number of IEC 60695-4 : 2005 is also shown.

JIS K 2265-4 Determination of flash points—Part 4: Cleveland open cup method

NOTE : Corresponding International Standard: ISO 2592:2000 Determination
of flash and fire points—Cleveland open cup method (MOD)
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