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‘ JAPANESE INDUSTRIAL STANDARD J18
Test Methods for Attenuation of C 6826-1989
Single-mode Optical Fibers
1, Scope

This Japanese Industrial Standard specifies test methods for attenuation per
unit length of silica glass single-mode optical fibers.

' 2. Definitions
For the purpose of this Standard the definitions of JIS C 6820 apply.

3. Classification of Test Methods

Test methods are classified as given in Table. For reference test method
shall be used when severe measurements are required, but the alternative test
. method may be used if there is no trouble. -

Table. Reference Test Method and
Alternative Test Method

Reference test method Alternative test method

Insertion loss technique

Cut-back technique . )
Backscattering technique

4., Test Conditions

The tests shall, unless otherwise specified, be carried out under the standard
conditions for testing specified in 5.3 of JIS C 0010.

When it is defficult to carry out the test under the said standard conditions,
. the test may be carry out under the conditions other than the standard conditions
if no doubt arises on the decision.

Applicable Standards:
JIS C 0010-Basic Environmental Testing Procedures (General and Guidance)
JIS C 6820-General Rules of Optical Fibers

Corresponding International Standard:
IEC 793-1 Optical fibres. Part 1: Generic specification

Reference Standard:

‘ CCITT G. 652 Characteristics of a single-mode optical fibre cable
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