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@ JAPANESE . INDUSTRIAL STANDARD JIS

General Rules for Fittings of Unplasticized C 8431-1977
~ Polyvinyl Chloride (UPVC) Conduit

1, Scope
This Japanese Industrial Standard specifies common items relating to fittings
to be used with conduits specified in JIS C 8430, hereinafter referred to as the
"fittings!.
Remark: In this standard, units and numerical values in { }are based on
the International System of Units (SI) and given for reference only.

2. Performance

The performance of fittings shall be as givenin Table 1, when subjected to the
test specified in 5. '

Applicable Standards:
JIS B 7502-External Micrometers
JIS B 7507-Vernier Callipers
JIS ¢ 8430-Unplasticized Polyvinyl Chloride (UPVC) Conduits -
JIS Z 2241-Method of Tension Test for Metallic Materials
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