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@ JAPANESE INDUSTRIAL STANDARD JIs

Caps for Unplasticized Polyvinyl ' C 8438-1977
Chloride (UPVC) Conduit :

1. Scope

This Japanés,e Industrial Standard specifies caps to be used for unplasticized
polyvinyl chloride (UPVC) conduit tubes specified in JIS. C 8430. TItems not
specified in this standard shall comply with JIS C 8431.

2. Classes and Symbols

The classes and symbols of caps shall be as follows :

Class Symbol
Entrance cap EC
Terminal cap TG

JIS C 8430-Unplasticized Polyvinyl Chloride (UPVC) Conduits

JIS C 8431-General Rules for Fittings of Unplasticized Polyvinyl
Chloride (UPVC) Conduit ‘

Applicable Standards: . ' ,
JIS K 6745-Rigid Polyvinyl Chloride Plates
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