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JAPANESE INDUSTRIAL STANDARD JIS
Test Procedure of Specific Gravity for D 4417-1986
Brake Linings and Pads of Automobiles
1. Scope
This Japanese Industrial Standard specifies the measuring method of specific
gravity for drum brake linings and disk brake pads to be used for ordinarily used
brake of automobiles, hereinafter referred to as the "brake linings and pads"
respectively. '

2. Definition

For the purpose of this Standard, the following definition of main term
applies.

specific gravity Ratio of mass of definite volume of matter relative to
mass of water of the same volume at the same
temperature. :

The density (g/cm3) at t°C is able to be converted to the
specific gravity at the same temperature as follows.

d=L
P

where d ¢ specific gravity at ¢
Pt density of sample at ¢Cc (g/cm3)

P2 density of water at #C (g/cm3)

¢t (°C) » (g/cm3)

20 0.9982 '
23 0.9975 |
25 0.9970
27 0.9965
30 0.9956

Applicable Standard:
JIS Z 8401-Rules for Rounding off of Numerical Values

Reference Standard:

JIS K 7112-Methods for Determining the Density and Specific Gravity of
Plastics ' '
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