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1. Scope

JAPANESE INDUSTRIAL STANDARD

Ships' Ullage Holes

UDC 629. 12.011. 84
J18

F 2317-1975

This standard provides for ships' ullage holes to be fitted on oiltight hatch
covers, etc.

2. Construction, Shape and Dimensions

. The construction, shape and dimensions shall be as shown in Figs., 1 and 2.

3. Material

The materials shall be as given in Table.

Table

No. Parts Material
1 Coaming
- JIS G 3101-SS 41
2 Cover plate
3 Gasket Oil-resisting rubBer
4 Gasket retaining bar Steel plate
5 Boss Steel bar
6 | Stopper Brass plate
7 Countersunk machine screw Brass wire
8 Boss Steel bar
' 9 Strong back JIS G 3101-SS 41
10 Liner plate Brass plate
11 Countersunk machine screw " Brass wire
. 12 Hinge lug JIS G 3101-8SS 41
13 Hinge pin %I:BHF‘§4Z3-BSBFD or
14 Washer Brass plate
15 Split pin Brass wire
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