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® JAPANESE INDUSTRIAL STANDARD JIs

Ships' Sheaves F 3418-1976
' (Reaffirmed: 1984)

1. Scope
This Japanese Industrial Standard specifies sheaves for hemp rope and

synthetic fibre rope used, as a rule, in ships' blocks specified in JIS F 3419,
JIS'F 3422, JIS F 3423, JIS F 3424, and JIS F 3426.

2. Classification

The sheaves shall be classified into two types of A and B.

3. Shape and Dimensions

. The shape and dimensions shall be as shown in Attached Figs. 1 and 2.

4, Materials

The materials shall be as given in Attached Figs. 1 and 2.

5. Surface Treatment

Type A sheave shall be galvanized.

Applicable Standards:
JIS F 3419-Ships' Steel Guy Blocks with Swivels for Fibre Rope -
JIS F 3422-Ships' Snatch Blocks
JIS F 3423—S-hips' External-Bound Blocks
JIS F 3424-Ships' Steel Blocks for Fibre Rope Guy
JIS F 3426-Ships' Internal-Bound Blocks

JIS G 5501-Gray Iron Castings

JIS H 5111-Bronze Castings
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