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This Japanese Industrial Standard has been revised by the Minister of 
Economy, Trade and Industry based on the provision of Article 14, para-
graph (1) of the Industrial Standardization Act applied mutatis mutandis 
pursuant to the provision of Article 16 of the said Act in response to a 
proposal for revision of Japanese Industrial Standard with a draft being 
attached, submitted by The Japan Iron and Steel Federation (JISF), an 
accredited standards development organization. This edition replaces the 
previous edition (JIS G 0404 : 2014), which has been technically revised. 

This JIS document is protected by the Copyright Act. 

Attention is drawn to the possibility that some parts of this Standard 
may conflict with patent rights, published patent application or utility 
model rights. The relevant Minister is not responsible for identifying any 
of such patent rights, published patent application or utility model rights. 
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Steel and steel products — General technical delivery  

requirements 
 

Introduction 

  This Japanese Industrial Standard has been prepared based on ISO 404 : 2013, Edi-
tion 3 and Amendment 1 : 2022, with some modifications of the technical contents. The 
amendment to the said International Standard has been incorporated into this Stand-
ard. 

  The dotted underlines indicate changes from the corresponding International Stand-
ard. A list of modifications with the explanations is given in Annex JA. 

1  Scope 

  This Standard specifies the general technical delivery requirements for all steel 
products covered by JIS G 0203, with the exception of steel forgings/steel castings and 
powder metallurgical products. 

  Where the requirements of the order or product standard differ from those given in 
this Standard, then the requirements of the order or product standard normally apply.  

NOTE 1 This Standard may be applied to the products of alloys, etc. similar to 
steel products. 

NOTE 2 Applying requirements of the order when they differ from those of the 
product standard (e.g., Japanese Industrial Standard) may make it im-
possible for the product to maintain its conformity to the product 
standard. 

NOTE 3 The International Standard corresponding to this Standard and the 
symbol of degree of correspondence are as follows. 

 ISO 404 : 2013  Steel and steel products — General technical delivery 
requirements + Amendment 1 : 2022 (MOD) 

   In addition, symbols which denote the degree of correspondence in the 
contents between the relevant International Standard and JIS are IDT 
(identical), MOD (modified), and NEQ (not equivalent) according to 
ISO/IEC Guide 21-1. 

2  Normative references 

  Part or all of the provisions of the following standards, through reference in this text, 
constitute provisions of this Standard. The most recent editions of the standards (in-
cluding amendments) indicated below shall be applied. 

JIS G 0201 Glossary of terms used in iron and steel (Heat treatment) 
JIS G 0202 Glossary of terms used in iron and steel (Testing) 
JIS G 0203 Glossary of terms used in iron and steel (Products and quality) 

Copyright Japanese Standards Association 
Provided by Accuris under license with JSA Licensee=Hong Kong Polytechnic University/9976803100, User=CEN, Siyu

Not for Resale, 01/12/2025 10:21:32 MSTNo reproduction or networking permitted without license from Accuris

--```,,```,,,,,,`,``,,,`,`,,``,,-``,,`,,,,-``,,`,,,,---

Full document details: JIS G 0404 2023

http://www.avadocuments.com/doc/jis-g-0404-2023
http://www.avadocuments.com/doc/jis-g-0404-2023


2 
G 0404 : 2023 

PROTECTED BY COPYRIGHT 

JIS G 0320 Standard test method for heat analysis of steel products 

JIS G 0321 Product analysis and its tolerance for wrought steel 
JIS G 0415 Steel and steel products — Inspection documents 

JIS G 0416 Steel and steel products — Location and preparation of samples and 
test pieces for mechanical testing 

JIS G 0417 Steel and iron — Sampling and preparation of samples for the deter-
mination of chemical composition 

JIS Q 9001 Quality management systems — Requirements 

JIS Z 8401 Rounding of numbers 

3  Terms and definitions 

  For the purpose of this Standard, the following terms and definitions, and those giv-
en in JIS G 0201, JIS G 0202 and JIS G 0203 apply. 

3.1 

inspection 

activities such as measuring, examining, testing, gauging one or more characteristics 
of a product or service and comparing these with specified requirements to verify con-
formity 

3.2 

testing 

any operation or action to determine one or more properties or characteristics of a ma-
terial or product 

3.3 

specific inspection 

inspection carried out, before delivery, in accordance with the product specification, on 
the products being supplied or on the test units of which the products are part, to veri-
fy that these products meet the requirements of the order 

3.4 

inspection representative 

one or more individuals who is/are either : 

a) the manufacturer’s representative(s), independent from the manufacturing de-
partment; 

b) the purchaser’s authorized inspection representative; 

c) the inspector(s) designated by a third party. 

3.5 
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test unit 

number of pieces or the tonnage of products to accept or reject together, on the basis of 
the verification tests carried out on sample products in accordance with the require-
ments of the product standard or order 

Note 1 to entry See Figure 1. 

3.6 

sample product 

item (e.g. one sheet of steel plate) selected from a test unit for inspection and/or testing 
Note 1 to entry See Figure 1. 

3.7 

sample 

sufficient quantity of material taken from the sample product for the purpose of pro-
ducing one or more test pieces 

Note 1 to entry See Figure 1. 
Note 2 to entry In certain cases, the sample can be the sample product. 

3.8 

rough specimen 

part of a sample having undergone mechanical treatment, and heat treatment where 
necessary, for the purpose of producing a test piece 

Note 1 to entry See Figure 1. 

3.9 

test piece 

part of a sample, with specified dimensions, brought to a required condition for sub-
mission to a given test 

Note 1 to entry See Figure 1. 
Note 2 to entry In certain cases, the test piece can be the sample or the rough 

specimen.  

3.10 

cast (heat) analysis 

analysis of chemical composition of liquid steel carried out by a manufacturer to de-
termine its representative values according to the procedure specified in Japanese In-
dustrial Standards or other documents 

Note 1 to entry Generally, it means the analysis of chemical composition carried 
out on the sample for analysis taken during a series of processes 
in which the liquid steel is poured into the mould from a ladle, 
then solidified. 
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