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JAPANESE INDUSTRIAL STANDARD JIS

Method of Macro-Streak-Flaw Test for Steel G 0556-1977
(Reaffirmed: 1994)

1. Scope

This Japanese Industrial Standard specifies the testing method of macro-

streak-flaw using the step-down method by the naked eye for the rolled or forged
steel.

2. Definition

For the purposes of this standard, the macro-streak-flaw shall be defined
as follows:

(1) Macro-Streak-Flaw This shall be the streak flaws formed by pinholes or
blowholes, the streak flaws formed by non-metallic inclusions, the streak
flaws formed by heterogeneous substances such as sand, which can be
observed on the finished surface of the steel by the naked eye.

In this case, the flaw which is concluded evidently as the working flaw
or crack shall not be included therein.

Applicable Standard:
JIS B 0601-Surface Roughness
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