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JAPANESE INDUSTRIAL STANDARD JIS

Methods of Measuring Decarburized Depth for Steel G 0558-1977
(Reaffirmed: 1988)

1. Scope

This Japanese Industrial Standard specifies the methods of measuring
decarburized depth for steel.

2. Definitions

For the purpose of this standard, the following definitions apply:

(1) Decarburized Layer The surface layer of steel where the carbon con-
tent is reduced by hot working or heat treatment.

(2) Total Decarburized Depth  Distance from the surface of the decarburized
layer to the position where the difference in chemical or physical pro-
perties between the decarburized layer and the core material is no longer
determinable.

Remark: Physical properties shall be determined by the hardness and
chemical properties from the microscopic structure.

(3) Ferrite Decarburized Depth  Distance from the surface of steel to the
position which is exclusively made of ferrite formed by decarburization.

Applicable Standards:
JIS Z 2244-Method of Vickers Hardness Test
JIS Z 2245-Method of Rockwell Hardness Test
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