JIS 6x0563 93 M@ 4933608 0512911 37T WA

UDC 669.14-155.33:620.178.1

JAPANESE INDUSTRIAL STANDARD

Method of measuring surface
hardness for nitrided
iron and steel

JIS G 0563 =

Translated and Published
by

Japanese Standards. Association

Documents

Printed in Japan 4'S

eeeeeeee =Hong Kong Polytechnic University/9976803100
Not for Resale, 07/29/2014 22:47:52 MDT



http://www.avadocuments.com/doc/jis-g-0563-1993
http://www.avadocuments.com/doc/jis-g-0563-1993

JIS 6x05b3 93 E@ 4933b08 0512912 20L W

In the event of any doubt arising,

the original Standard in Japanese is to be final authority.
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