
J IS 
JAPANESE 
I N DUSTRIAL 
STANDARD 

Translated and Published by 
Japanese Standards Association 

JIS G 0571 :zoo3 

(JSSA/ JSA) 

Method of oxalic acid etching test 
for stainless steels 

ICs  77.060; 77.140.20 

Reference number : JIS G 0571 : 2003 (E) 

PROTECTED BY COPYRIGHT 

Full document details: JIS G 0571-2003

http://www.avadocuments.com/doc/jis-g-0571-2003
http://www.avadocuments.com/doc/jis-g-0571-2003


G 0571 : 2003 

Foreword 

This translation has been made basecl on the origina Japanese Industrial 
Standard revised'by the Minister of Economy, Trade and Industry through 
deliberations at the Japanese Industrial Standards Committee, as the 
result of proposal for revision of Japanese Industrial Standard submitted 
by the Japan Stainless Steel Association (JSSA)/the Japanese Standards 
Association (JSA) with the draft being attached, based on the provision 
of Article 12 Clause 1 of the Industrial Standardization Law applicable 
to  the case of revision by the provision of Article 14. Consequently JIS 
G 0571 : 1980 is replaced with this Standard. 
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