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‘ JAPANESE INDUSTRIAL STANDARD JIS

Method of Copper Sulfate-Sulfuric G 0575-1980
Acid Test for Stainless Steels

L 1. Scope

This Japanese Industrial Standard specifies the method to evaluate .the
susceptibility of austenitic stainless steels to intergranular corrosion by im-
mersing the test specimen in the boiling coppér sulfate-sulfuric acid solution
and by subsequent examination of cracks produced by subjecting the specimen

to bend test.

2. Test Apparatus

. The test apparatus shall be in accordance with the following:

(1) Test container: A glass flask of approximately 1/ in capacity, connected
to a glass vertical reflux condenser, having sufficient cooling area, with
-ground taper joint.

(2) Heater: Capable of keeping the test solution gently boiling throughout
' testing period.

Applicable Standards:

JIS H 3100-Copper and Copper Alloy Sheets, Plates, Strip and
Coiled Sheets

JIS K 8951-Sulfuric Acid

JIS K 8983-Cupric Sulfate

JIS R 6251-Abrasive Cloths

JIS R 6252-Abrasive Papers

JIS R 6253-Waterproof Abrasive Papers

JIS R 6254-Endless Abrasive Belts

Reference Standard:

‘ JIS G 0571-Method of 10 per cent Oxalic Acid Etch Test for
Stainless Steels
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