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UDC 669. 13/. 15: 543

JIS

G 1201-1992
of iron and steel :

1. Scope This Japanese Industrial Standard specifies general rules common
to the methods for chemical analysis of iron and steel specified in JIS G 1211 to
® JIS G 1229, JIS G 1232 to JIS G 1237, JIS G 1257 and JIS G 1258.

Further, for the purpose of this Standard the iron covers pig iron, cast iron,
etc. and the steel covers carbon steel, low alloy steel, high alloy steel, etc.

The standards cited in this Standard are shown as follows:

JIS G 0303
JIS G 0306
JIS G 0321
JIS G 1211

JIS G 1212

JIS G 1213

JIS G 1214

JIS G 1215

JIS G 1216

JIS G 1217

JIS G 1218

JIS G 1219

JIS G 1220

JIS G 1221

JIS G 1222

JIS G 1223

JIS G 1224

General rules for inspection of steel
Steel forgings - General technical requirements
Product analysis and its tolerance for wrought steel

Methods for determination of carbon in iron and
steel

Methods for determination of silicon in iron and
steel

Methods for determination of manganese in iron
and steel

Methods for determination of phosphorus in iron
and steel

Methods for determination of sulfur in iron and
steel

Methods for determination of nickel in iron and
steel

Methods for determination of chromium in iron and
steel

Methods for determination of molybdenum in iron
and steel

Methods for determination of copper in iron and
steel

Methods for determination of tungsten in iron and
steel

Methods for determination of vanadium in iron and
steel

Methods for determination of cobalt in iron and
steel :

Methods for determination of titanium in iron and
steel

Methods for determination of aluminium in iron
and steel
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