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Iron and steel—Determination of carbon
content—Part 3: Infrared absorption
method after combustion

(Amendment 2)

JIS G 1211-3: 2013 was revised under date of June 20, 2017.
This Amendment includes the revised items and is to be used in
conjunction with JIS G 1211-3: 2011 and JIS G 1211-3: 2013
(Amendment 1).
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G 1211-3 : 2017

Foreword

This translation has been made based on the original Japanese Industrial
Standard established by the Minister of Economy, Trade and Industry
through deliberations at the Japanese Industrial Standards Committee in
accordance with the Industrial Standardization Law.

Consequently JIS G 1211-3: 2013 is partially replaced with this Amendment.

Date of Establishment: 2011-03-22
Date of Revision: 2017-06-20
Date of Public Notice in Official Gazette: 2017-06-20
Investigated by: Japanese Industrial Standards Committee
Standards Board for ISO area
Technical Committee on Metal and Inorganic

Materials

JIS G 1211-3 : 2017, First English edition published in 2017-08

Translated and published by: Japanese Standards Association
Mita MT Building, 3-13-12, Mita, Minato-ku, Tokyo, 108-0073 JAPAN

In the event of any doubts arising as to the contents,
the original JIS is to be the final authority.
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