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1. Scope

JAPANESE INDUSTRIAL STANDARD

General Rules for Chemical

JIS 6%130)L 47 B 493308 0O4L353 1 WA

UDC 669.15-198:543
JI1s

G 1301-1987

Analysis of Ferroalloys

This Japanese Industrial Standard, relates to the analytical methods of
ferroalloys specified in JIS [JIS G 2301 to JIS G 2319], specifies general matters
P common to the chemical analysis of ferroalloys.
" analysis and JIS names to which this general rules are applied, are given in Table.

The JIS numbers for chemical

Table
gzlhsén?ilgln%eng&%lirs JIS name Remark (element for “analysis)
J1S G 1311 Methods mf;nrggggsfgical analysis | Mp, C, Si, P, S
‘ JIS ¢ 1312 gﬂfet%récr)ggsiflci)éoﬁhemical analysis | i ¢, P, S, Al
Js G s  [Methods for chemical analysis | ¢y, c, sj, P, §
nse s |Mgthods for chemical analysis|  yy, Si, G, P, S
ms e |Neliodsfor chmical anayls| 1 S M B Co A
JIS G 1817 (%egggggmfcﬁ;b%%%ﬁgal analysis | Mo, C, Si, P, §, Cu, Al
nsG s  [Methods for chemical analysis| v, G, 5, P, §, A
NS G181y [Methods, for chemical analysis |y, ¢, 8j, Mn, P, $
s  [Methods for chemical analysis|
. .' 3G 1 |Methods for chemical analysis| G, si, P, 5, Fe, (Ma»
56 1922 Methods for chemical analysis |  g;, c, p, S, Fe, Ca, Al
N8 G 1828 [Methods for chemical analysis | ¢, ¢, g, P, s, Fe, Al
: DS G 1o |Vethods for chemical enalysis| g, gy, G, p
mma i Yo e e, 20| siono s
; JIS G 1326 Methods for chemical analysis|  nj, Co, C, Si, Mn, P, §, Cr, Cu
JIS G 1827 c1\>/l[fe’cfttlac;_c;lgbg%'nchemlcal analysis B, C, Si, Al
118 @ 1828 Methods for chemical analysis |y, 7, c, s, P, 5, Sn, Al
Note * The element in ( ) denotes the remainder.
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