JIS

JAPANESE
INDUSTRIAL
STANDARD

Translated and Published by
Japanese Standards Association

JIS G 1323-6 =
(JFA/JSA)

Method for chemical analysis of
chromium metal—Part 6:

Determination of aluminium content

ICS 77.120.40
Reference number : JIS G 1323-6 : 2017 (E)

Document Sharing Hub
Copyright Japanese Standards Association PROTECTED BY CQPYRIGHT 5 S
Provided by IHS Markit under license with JSA Licensee=/9976803100, User=wang, maca
No reproduction or networking permitted without license from IHS

Not for Resale, 10/03/2017 06:06:50 MDT

Full document details: JIS G 1323-6 2017


http://www.avadocuments.com/doc/jis-g-1323-6-2017
http://www.avadocuments.com/doc/jis-g-1323-6-2017

G 1323-6 : 2017

Date of Establishment: 2017-03-21
Date of Public Notice in Official Gazette: 2017-03-21
Investigated by: Japanese Industrial Standards Committee
Standards Board for ISO area
Technical Committee on Metal and Inorganic

Materials

JIS G 1323-6:2017, First English edition published in 2017-07

Translated and published by: Japanese Standards Association
Mita MT Building, 3-13-12, Mita, Minato-ku, Tokyo, 108-0073 JAPAN

In the event of any doubts arising as to the contents,
the original JIS is to be the final authority.

© JSA 2017

All rights reserved. Unless otherwise specified, no part of this publication may be reproduced or
utilized in any form or by any means, electronic or mechanical, including photocopying and
microfilm, without permission in writing from the publisher.

Printed in Japan

AT
Copyright Japanese Standards Association PROTECTED BY CQPYRIGHT
Provided by IHS Markit under license with JSA Licensee=/9976803100, User=wang, maca
No reproduction or networking permitted without license from IHS Not for Resale, 10/03/2017 06:06:50 MDT

Full document details: JIS G 1323-6 2017


http://www.avadocuments.com/doc/jis-g-1323-6-2017
http://www.avadocuments.com/doc/jis-g-1323-6-2017

G 1323-6: 2017

Contents
Page

1 Scope ............................................................................................................................ 1

2 NOTrmMAtIVE TELETEIICE ++vevtrrtrrerertiiiiitiiiiiiiei it iieteiettertetareetstattatiaesessetsetaessssessonions 1

3 L= 8= = ) 1

4 Determination MeEethod «ccocereeererermiiiiiiiiiiiiiiii i e e e e s 1

5 Atomic abSOrption SPECEIOMIELTY vvvveernrererentiiii 1

5.1 Summary ..................................................................................................................... 1

5.2 Reagents ..................................................................................................................... 1

5.3 Amount of Sample i 2

54 Operation .................................................................................................................... 2

5.5 Blank £eSt «ccceeeerertmmiiiiii e e 3

5.6 Plottlng the calibration graph ................................................................................. 3

T AR O F: N T 012X 7 10 ) 6 T LT 3

i
@ Documents
Document Sharing Hub

Copy;igg!t;]apanese Standards Association PROTECTED BY C_(PPYRIGHT
Provided by IHS Markit under license with JSA Licensee=/9976803100, User=wang, maca
No reproduction or networking permitted without license from IHS Not for Resale, 10/03/2017 06:06:50 MDT

Full document details: JIS G 1323-6 2017


http://www.avadocuments.com/doc/jis-g-1323-6-2017
http://www.avadocuments.com/doc/jis-g-1323-6-2017

