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JAPANESE INDUSTRIAL STANDARD JIS
Method for X-Ray Fluorescence
Spectrometric Analysis of Ferroalloys G 1351-1987
1. Scope
This Japanese Industrial Standard specifies the method for X-ray
fluorescence spectrometric analysis of ferroalloys specified in JIS G 2301,

JIS G 2302, JIS G 2303, JIS G 2304, JIS G 2312 and JIS G 2315,

2. Definitions

2.1 element for analysis An clement for analysis of the ferroalloy to
which this Standard is applied.

2.2 sample for component test A sample capable of being chemically
analyzed for its component after a specific sample preparation has been
completed,

Applicable Standards:

JIS G 1311-Methods for Chemical Analysis of Ferromanganese

JIS G 1312-Methods for Chemical Analysis of Ferrosilicon

JIS G 1313-Methods for Chemical Analysis of Ferrochromium

JIS G 1314-Methods for Chemical Analysis of Silicon-Manganese

JIS G 1322-Methods for Chemical Analysis of Metallic Silicon

JIS G 1325-Methods for Chemical Analysis of Ferrosilicon-Chromium

JIS G 1501-General Rules for Sampling Ferroalloys

JIS G 1601-Methods of Sampling for Chemical Analysis of Ferroalloys
(Part 1 Ferromanganese, Ferrosilicon, Ferrochromium,
Ferrosilicomanganese and Ferrosilicochromium)

JIS G 1603-Methods of Sampling for Cheémical Analsyis of Ferroalloys
(Part 3 Ferrophosphorus, Manganese Metal, Silicon Metal,
Chromium Metal, Calcium Silicon and Ferroboron)

JIS G 2301-Ferromanganese

JIS G 2302-Ferrosilicon

JIS G 2303-Ferrochromium

JIS G 2304-Silicon-Manganese

JIS G 2312-Silicon Metal

JIS G 2315-Silicon-Chromium

JIS K 0119-General Rules for X-ray Fluorescence Spectrometric Analysis
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