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@ JAPANESE INDUSTRIAL STANDARD JIS
l Ferromanganese G 2301-1986
1. Scop_e

This Japanese Industrial Standard specifies the ferromanganese to be used
* mainly as deoxidizer, desulfurizing agent and additive of alloy composition for
manufacturing of iron and steel.

! 2. Classification and Symbol

The class and symbol shall be as given in Table 1.

Table 1. Class and Symbol

‘ Class Symbol
No. 0 FMn H O
High carbon ferromanganese
No. 1 TMn H 1
Medium carbon No. 0 FMn M 0
ferromanganese No. 2 FMn M 2
- No. 0 FMn L, O
Low carbon ferromanganese
No. 1 FMn L 1

Applicable Standards:

JIS G 1301-General Rules for Chemical Analysis of Ferroalloys -
JIS G 1311-Methods for Chemical Analysis of Ferromanganese
JIS G 1501-General Rules for Sampling of Ferroalloys

JIS G 1601-Methods of Sampling for Chemical Analysis of Ferroalloys
(Part 1 Ferromanganese, Ferrosilicon, Ferrochromium, Ferro-
silicomanganese and Ferrosilicochromium)

JIS G 1641-Methods of Sampling for Size Analysis of Ferroalloys and Size
Determination

Corresponding International Standard:

. 1SO 5446-1980 Ferromanganes-Specification and conditions of delivery
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