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@ JAPANESE INDUSTRIAL STANDARD JIS
' Steel Bars for Rivet G 3104-1987

1, Scope

This Japanese Industrial Standard specifies the hot rolled steel round
. bars used for the manufacture of rivets, hereinafter referred to as the
round bar".

Remark: The units and numerical values given in { } in this stan-
dard are in accordance with the International System of
Units (SI), and are appended for reference.
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Further, the customary units and numerical values in this
Standard shall be unified into the SI units and numerical
values on and after Jan 1, 1981,

‘ . 2. Classification and Symbols

The steel round bars shall be classified into two types with their
respective symbols as shown in Table 1-1 and Table 1-2.

Table 1-1. Classification and Symbols
(Applicable until the end of 1990)

Symbol

SV 34

SV 41

Table 1-2.  Classification and Symbols
(Applicable on and after Jan 1, 1991)

. Symbol

SI Unit (Reference) Customary Unit
SV 330 SV 34
. SV 400 SV 41
‘ Applicable Standards: See page 5.
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