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JAPANESE INDUSTRIAL STANDARD dJ1S
@ Rerolled Carbon Steel G 3111-1987

1. Scope

This Japanese Industrial Standard specifies the steel bar, flat steel and
equal angle steel, hereinafter referred to as the "steels", of rerolled carbon
steel.

Remark: The units and numerical value given in { } in this standard
are in accordance with the International System of Units (SI),
and are appended for informative reference.

Further, the traditional units and numerical values in
this standard shall be converted to the SI units and numerical
values on January 1, 1991.

2. Types and symbols

Steels shall be classified into three types, and their symbols shall be
in accordance with Table 1-1 or Table 1-2.

Table 1-1. Type Symbols
(Applicable till the end of 1990)

Type symbol Remark
SRB 34
Mechanical
SRB 39 properties
guaranteed
SRB 49

Applicable Standards: See page 7.
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