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UDC 669.14-122-41:669.14-462
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Hot-rolled Carbon Steel Strip for G 3132-1990
Pipes and Tubes :

1, Sgope

This Japanese Industrial Standard specifies the hot- rolled carbon steel strip

(hereafter referred to as the "steel strip") to be used for- welded steel pipes and
tubes.

Remark: The units and numerical values given in { } in this Standard are

based on the International System of Units (SI) and are appended
1 for informative reference. '

Further, the traditional units accompanied - by n'umencal. values
in this Standard shall be converted to the SI units and numerical
values on January 1, 1991.

‘ 2. Grades and Symbols

The steel strip shall be classified into 4 grades and their symbols 'shall_rbe as
given in Table 1.

Table 1, Symbols of Grades

Grade symbol Applicable thickness

mm
SPHT1 1.2 or over up to
spyT2 | @nd incl. 13
SPHT 3

1.6 or over up to
SPHT 4 and incl. 713

, ' 3.  Chemical Composition

The steel strip shall be tested in accordance w1th 7.1 and the determmed cast
analysis values shall be as specified in Table 2.

‘ Applicable Standards: See page 7.
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