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JAPANESE INDUSTRIAL STANDARD 7 JIS
Shape, Dimension, Weight‘ and*Toleranée ' G 3194-1966
for Hot Rolled Flat Steel T )

1, Scope

1.1 This standard specifies dimension, weight and tolerance thereon as well as
appearance, shape and allowable 11m1t thereto of flat steel which is manufactured
by hot rolling,

1,2 The application of this standard shall be spe01f1ed in the respectlve manu-~
facture standard.

2. Definition
been hot rolled on four surfaces with rectangular cross-sections and is supphed by
being cut into a prescribed length,

3. Expression of Dimension

The dimension of flat steel shall be expressed in mm for the thlckness and
width, and in m for the length.

4, Standard Dimension

4.1 The cross-sectional dimension of flat steel shall comply with Table 1
Appended,

4.2 The standard length of flat steel shall comply with Table 1.

Table 1

. Unitr m

The flat steel so cailed in this standard shall be defined as the steel which had’ 7
\

3.5, 4.0, 4.5, 5.0, 55, 6.0, 6.5 .70, 80, 90, 10,0, 1L0, 12,0, 13,0, 14.0,. 150

5. Shape and Dimensional Tolerance

The shape and dimensional tolerance for flat steel shall comply with Table 2.
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