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Hot-dip zinc-coated steel sheet and strip 

(Amendment 2) 

JIS G 3302: 2012 was revised under date of June 20, 2017. This 

Amendment includes the revised items and is to be used in 

conjunction with JIS G 3302: 2010 and JIS G 3302: 2012 

(Amendment 1). 
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G 3302 : 2017 

Foreword 

This translation has been made based on the original Japanese Industrial 
Standard established by the Minister of Economy, Trade and Industry 
through deliberations at the Japanese Industrial Standards Committee in 
accordance with the Industrial Standardization Law. 

Consequently JIS G 3302: 2012 is partially replaced with this Amendment. 

However, JIS G 3302: 2012 may be applied in the JIS mark certification 
based on the relevant provisions of Article 19 Clause 1, etc. of the Industrial 
Standardization Law until June 19,2018. 
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