JIS

JAPANESE
INDUSTRIAL
STANDARD

Translated and Published by
Japanese Standards Association

JIS G 3321 ==

(JISF)

Hot-dip 55% aluminium-zinc alloy-coated
steel sheet and strip

(Amendment 1)

JIS G 3321:2010 was revised under date of April 20, 2012. The
revised items are included in this Amendment 1 and use this in
combination with JIS G 3321:2010.
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G 3321: 2012

Foreword

This translation has been made based on the Amendment to the origi-
nal Japanese Industrial Standard revised by the Minister of Economy,
Trade and Industry through deliberations at the Japanese Industrial
Standards Committee as the result of proposal for revision of Japanese
Industrial Standard with the draft being attached, based on the provi-
sion of Article 12 Clause 1 of the Industrial Standardization Law ap-
plicable to the case of revision by the provision of Article 14.

Consequently, JIS G 3321:2010 is partially replaced with this Amend-
ment.

Date of Establishment: 1998-11-20

Date of Revision: 2012-04-20

Date of Public Notice in Official Gazette: 2012-04-20

Investigated by: Japanese Industrial Standards Committee
Standards Board

Technical Committee on Iron and Steel

JIS G 3321 : 2012, First English edition published in 2012-08
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In the event of any doubts arising as to the contents,
the original JIS is to be the final authority.
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