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‘ @ JAPANESE INDUSTRIAL STANDARD J18s

Alloy Steel Tubes for Machine Purposes G 3441-1988

1. Scope

This Japanese Industrial Standard specifies the alloy steel tubes,
hereinafter referred to as the "tubes", used for machinery, automobiles and
other machine parts.

2. Grade and Designation

The tubes shall be classified into 7 grades, and their designations shall be
as given in Table 1.

Table 1. Designation of Grade

Informative

. Designation of grade reference Classification
' Former symbol

SCr 420 TK - Chromium steel

SCM 415 TK -

SCM 418 TK -

SCM 420 TK - Chromium

molybdenum steel

SCM 430 TK Akin to STKS 1

SCM 435 TK Akin to STKS 3

SCM 440 TK ’ -

3. Chemical Composition

. The tubes shall be tested in accordance with 7.1 and the ladle analysis
- values obtained shall conform to Table 2.

Applicable Standards: See page 7.
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