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. JAPANESE INDUSTRIAL STANDARD J IS

1. Scope

Carbon steel wire rods for G 3507-1991
cold heading and cold forging

This Japanese Industrial Standard specifies the carbon steel wire rods,
‘ (hereafter referred to as the "wire rods") to be used mainly for the manu-
facture of carbon steel wires by cold heading and cold forging.

Y Remarks 1.  Applicable standards to this Standard are shown as
follows:
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General Rules for Inspection of Steel

Methods of Austenite Grain Size Test for
Steel

Microscopic Testing Method for the
Non-Metallic Inclusions in Steel

Methods of Measuring Decarburized Depth
for Steel

Methods for Determination of Carbon in
Iron and Steel

Methods for Determination of Silicon in
Iron and Steel

Methods for Determination of Manganese in
Iron and Steel

Methods for Determination of Phosphorus in
Iron and Steel

Methods for Determination of Sulfur in Iron
and Steel

Methods for Determination of Aluminium in
Iron and Steel

Emission-Spectroscopic Analysis for Carbon
Steel and Low Alloy Steel

Method for Photoelectric Emission
Spectrochemical Analysis of Iron and Steel

Method for X-Ray Fluorescence
Spectrometric Analysis of Iron and Steel

Methods for Atomic Absorptibn
Spectrochemical Analysis of Iron and Steel

Methods for Inductively Coupled Plasma
Emission Spectrochemical Analysis of Steel
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