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@ JAPANESE INDUSTRIAL STANDARD JIS

Stainless steel wires for cold heading and cold forging G 4315-1994

1. Scope This Japanese Industrial Standard specifies stainless steel wires and
. heat resisting steel wires containing chromium of about 11 % or over (hereafter
! referred to as "wires") used for manufacture of fasteners such as bolts, nuts, machine
screws, tapping screws, etc., and various kinds of machine parts by cold heading and
. cold forging (including warm heading and warm forging).

Remarks 1. The following standards are cited in this Standard.
JIS G 4308 Stainless steel wire rods
JIS G 4311 Heat-resisting steel bars
JIS Z 2201 Test pieces for tensile test for metallic materials
JIS Z 2241 Method of tensile test for metallic materials

2. The International standard corresponding to this Standard is
given as follows.

ISO 4954: 1993 Steels for cold heading and cold extruding
2.  Symbols of grades, temper and classification Wires shall be classified into 14

grades and their symbols of grades, temper and classification shall be as given in
Table 1.
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