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JAPANESE INDUSTRIAL STANDARD

Centrifugally Cast Steel Pipes for

Welded Structure

JIS

G 5201-1991

This Japanese Industrial Standard specifies centrifugally cast steel pipes
(hereafter referred to as the "cast steel pipes") 8 mm to 150 mm in thickness
and excellent in weldability, to be used for welded structures constructed
» from rolled steel, steel forging, or other steel casting.
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JIS G 0307-Steel Castings -~ General Technical Requiréments
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