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. JAPANESE INDUSTRIAL STANDARD J IS

Pearlitic Malleable Iron Castings G 5704-1988

1. Scope

This Japanese Industrial Standard specifies the pearlitic malleable iron
castings, hereinafter referred to as the "malleable castings".

Remark: The units and numerical values given in { } in this
' Standard are based on the traditional system of units and
' are appended for informative reference.

; 2. Classification and Symbol

The class and .symbol of the malleable castings shall be as shown in

Table 1.
' Table 1. Class and Symbol
. ey . {Reference)
Classification Symbol Former symbol
Class 1 FCMP 440 FCMP 45
Class 2 FCMP 490 FCMP 50
Glass 3 FCMP 540 FCMP 55
Class 4 " FCMP 590 FCMP 60
Class 5 FCMP 690 FCMP 70
3. Mechanical Properties

The tensile strength, proof stress and elongation shall be as specified

in Table 2.

Applicable Standard:

. JIS Z 2241-Method of Tensile Test for Metallic Materials
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