JIS Hx1055 &7 MW 4933608 005055 4 WM 7

UDC 669.3 : 669.35 : 543 : 546.711.062

JAPANESE INDUSTRIAL STANDARD

Methods for Determination of
Manganese in Copper and
Copper Alloys

JIS H 1055 »»

Translated and Published
by

Japanese Standards Association

DocumentssS

Printed in Japan



http://www.avadocuments.com/doc/jis-h-1055-0
http://www.avadocuments.com/doc/jis-h-1055-0

JIS HX1055 87 WM 493308 0050b56 b HE |

In the event of any doubt arising,
the original Standard in Japanese is to be final authority.

Documents

Copyright by the Japanese Industrial Slandards
Tue AEgulBBIcB&nlﬁ;éﬁtZlHﬂails: JISH10550


http://www.avadocuments.com/doc/jis-h-1055-0
http://www.avadocuments.com/doc/jis-h-1055-0

JIS Hx1055 87 WM 4933L04 0050657 6 M

UDC 669.3:669.35:543:546.711.062
’ JAPANESE INDUSTRIAL STANDARD JIS
Methods for Determination of H 1055-1987
Manganese in Copper and
Copper Alloys
1. Scope
This Japanese Industrial Standard specifies the methods for determination of

manganese in copper and copper alloys (elongated coppers and castings).

2. General Matters

General matters common to the analysis methods shall be in accordance with
JIS H 1012.

’ 3. Classification of Determination Methods

The methods for determination and the subject alloy number of manganese are
given in Table 1.

Applicable Standards:

JIS H 1012-General Rules for Chemical Analysis of Copper Products
and Copper Alloys

JIS H 1291-Method for Atomic Absorption Spectrochemical Analysis of
Copper and Copper Alloys

., JIS K 8001-General Rules of Testing Methods for Reagents
Corresponding International Standard: .

ISO 2543-1973 Copper and copper alloys - Determination of
manganese - Spectrophotometric method

Reference Standards:

JIS H 3100-Copper and Copper Alloy-Sheets, Plates, Strip and
Coiled Sheets

JIS H 3110-Phosphor Bronze and Nickel Silver-Sheets, Plates
and Strips

JIS H 3250-Copper and Copper Alloy-Rods and Bars

JIS H 3270-Copper Beryllium Alloy, Phosphor Bronze and Nickel
Silver-Rods, Bars and Wires

. JIS H 3300-Copper and Copper Alloy-Seamless Pipes and Tubes
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