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Foreword

This translation has been made based on the original Japanese Industrial Standard
revised by the Minister of Economy, Trade and Industry through deliberations at the
Japanese Industrial Standards Committee as the result of proposal for revision of
Japanese Industrial Standard submitted by Japan Mining Industry Association (JMIA)/
Japanese Standards Association (JSA) with the draft being attached, based on the
provision of Article 12 Clause 1 of the Industrial Standardization Law applicable to the
case of revision by the provision of Article 14.

Consequently JIS H 1183:1993 is replaced with this Standard.

This JIS document is protected by the Copyright Law.

Attention is drawn to the possibility that some parts of this Standard may conflict
with a patent right, application for a patent after opening to the public, utility model
right or application for registration of utility model after opening to the public which
have technical properties. The relevant Minister and the Japanese Industrial Standards
Committee are not responsible for identifying the patent right, application for a patent
after opening to the public, utility model right or application for registration of utility
model after opening to the public which have the said technical properties.
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JAPANESE INDUSTRIAL STANDARD JIS H 1183 :2007

Method for emission spectrochemical
analysis of silver bullion

Introduction This Japanese Industrial Standard was established in 1964, revised
thrice, and became what to this day. The previous revision was carried out in 1993,
and the revision at this time is to correspond to the subsequent progress of the emission
spectrophotometer.

The corresponding International Standard has not been established at this time.

1 Scope This Standard specifies the method for emission spectrochemical analy-

sis of silver bullion using arc discharge, spark discharge or glow discharge specified
in JIS H 2141.

This Standard shall apply to the determination of lead, bismuth, copper and iron.

2 Normative references The following standards contain provisions which, through
reference in this text, constitute provisions of this Standard. The most recent edi-
tions of the standards (including amendments) indicated below shall be applied.

JIS H 1181 Methods for chemical analysis of silver bullion
JIS H 2141 Silver bullion

JIS K 0010 Reference materials—Standard solution—Copper
JIS K 0015 Lead standard solution

JIS K 0016 Iron standard solution

JIS K 0017 Reference material—Standard solution—Bismuth
JIS K 0050 General rules for chemical analysis

JIS 7Z 2611 General rules for photoelectric emission spectrochemical analysis of
metal materials

JIS Z 2612 General rules for photographic emission spectrochemical analysis of
metal materials

JIS Z 8401 Guide to the rounding of numbers

3 Terms and definitions For the purposes of this Standard, the definitions given
in JIS K 0050 shall apply.

4 General matters General matters common to the methods for analysis shall
be in accordance with JIS K 0050, JIS Z 2611 and JIS Z 2612.

5 Analyte element and determination range The analyte element and the de-
termination range shall be shown in table 1.
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