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1. Scnpe

-~ This Japanese Industnal Standard specifies the "nethnds fnr determmatmn c.-f
sﬂman in nickel and nickel allny castings, |

g, General Matters S

 General matters common to the methods for ChEIIIlEal analysls shall be in
accardance w1th JIS H 1270. - o -

‘3. Classification of Determination Methods

'The.'methnd for determination of Sili_can-shall be in acénrdance with one’

~ of the following methods. The samples to which each determination method applies -
- shall be as given in Table., =~ - - | . B

(1) " Silicon Dioxide Gravl-métrl'd Method Th1s method apphes to the Saml:-le of
- 0l wt% ant:l nver to 4. O wt% mcludmg in silicon content. -

(2) MDlybdDSﬂlCIC Amd Blue Absorptiometry Th1s methud apphes tﬂ the samplel
. of 0.05 wt% and over to 1.0 wt% mcludmg in silicon ccmtent |

Tabl(a'. Determmatmn Methuds and-Samples to Be _App_hed_

comple | silicon dioxide | Molybdosilicic acid
b ~ gravimetric method | blue absorptiometry
-Niclkel casting . I : o =
-_-Nmkel copper alloy | O- S . - -
casting - | s T
- Nlckel mulybd’enum ] T | o
alloy casting . T - - O
N_ickél mﬂljrbdenum R _ o
- chromium alloy casting
_Nickel'chrt}mium iron * O i_“

alloy casting

Appllcable Standard

| JIS H 1270—-General Rules for Chemical Analyals of Nlckei and Nickel
- Alloy Castmgs | |
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