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JAPANESE STANDARDS ASSOCIATION

JAPANESE INDUSTRIAL STANDARD - J IS

Methods for Emission Spectrochemical
Analysis of Die Casting Zinc Alloy H 1560-1976
(Reaffirmed: 1984)

1. Scope
This Japanese Industrial Standard specifies the methods for

emission spectrochemical analysis of chemical compornients (aluminium,

copper, magnesium, lead, iron, cadmium and tin) specified in JIS H 2201
and JIS H 5301, '

2. General Matters

General matters common to analysis method shall be in accordance

with JIS K 0050 and JIS 2 2612 or JIS Z 2611.

3. Method for Treating of Sample

The cast sample and the product sample shall be sampled to be
prepared in accordance with JIS H 0301, JIS H 0321 and JIS 2 2611,
JIS Z 2612. '

4. Expression of Analytical Value

The analytical value shall be expressed by percentage, obtained to
the place next to that specified in JIS H 2201 and JIS H 5301, and
rounded off to the specified place in accordance with JIS Z 8401.

Applicable Standards: See page 7.
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