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H 2150-1961

Japanese Text
Established by Minister of International Trade and Industry

Date of Establishment: March 1, 1961
Date of Reaffirmation: December 1, 1964

Date of Public Notice in Official Gazette: February 2, 1965

Investigated by: Japanese Industrial Standards Committee
Technical Committee on Magnesium Ingot
(Chairman: ISHIDA Shiro)
Divisional Council on Non-ferrous Metals
(Chairman: ISHIDA Shiro)

This English translation is published by:
Japanese Standards Association
1-24, Akasaka 4, Minato-ku,

Tokyo, Japan
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