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1. Scope

JAPANESE INDUSTRIAL STANDARD

UDC 669.715-41:621.746:669-14

Aluminium alloy ingots for castings

JIS
H 2211-1992

This Japanese Industrial Standard specifies the aluminium alloy ingots (hereafter
referred to as the "ingots”) to be used for metal-mold castings, sand-mold castings, or the

like.

Remarks:

Applicable standards to this Standard are shown in Attached Table 1.

2. Classification and symbol

The classification and symbols of ingots shall be as given in Table 1.

Table 1. Classification and symbols
Classification Informative reference

Classification of | Classification Symbol Corresponding cast-

alloy system of purity Alloy system ings in JIS H 5202
1 ClA.l

Ingot class 1 A A Al-Cu system ACIA
2 ACl1A2

B.

Ingotclass 1 B ! AC1B.1 Al-Cu system ACI1B
2 ACI1B.2
1 AC2A.1

Ingot class 2 A c Al-Cu-Si system AC2A
2 AC2A.2
1 AC2B.1

Ingot class 2 B ¢ Al-Cu-Si system AC2B
2 AC2B.2
1 AC3A.1

Ingot class 3 A c3 Al-Si system AC3A
2 AC3A2
1 AC4A.1

Ingot class 4 A ¢ Al-Si-Mg system AC4A
2 AC4A2
1 AC4B.1

Ingot class 4 B Al-Si-Cu system AC4B
2 AC4B.2
1 AC4C.1

Ingot class 4 C cac Al-Si-Mg system AC4C
2 AC4C.2
1 AC4CH.1

Ingot class 4 CH CACH Al-Si-Mg system ACACH
2 AC4CH.2
1 AC4D.1

Ingot class 4 D Al-Si-Cu-Mg system AC4D
2 AC4D.2
1 ACS5A.1

Ingot class 5 A €3 Al-Si-Mg system AC5A
2 ACS5A.2
1 AC7A.1

Ingot class 7 A ¢ Al-Mg system AC7A
2 AC7A.2
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