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. JAPANESE INDUSTRIAL STANDARD J IS

Iron Powder H 2601-1983

1. Scope

This Japanese Industrial Standard specifies the reduced iron powder, electro-
lytic iron powder and atomizing iron powder, hereinafter referred to as the "iron
powder", for powder metallurgical use. :

2. Classification and Symbol

The classification and symbol of iron powder shall be as given in Table 1
according to its manufacturing record and apparent density.

Table 1
’ Classification Symbol | Manufacturing record
No. 1 FR 11
No. 2 FR 12 :
FR Class 1 Reduction process
No. 3 FR 13
No. 4 FR 14
No. 1 FE 11
FE Class 1 No. 2 FE 12 Electrolytic process
No. 3 FE 13
No. 1 FA 11
No. 2 FA 12
FA Class 1 Atomization process
‘ No. 3 FA 13
No. 4 FA 14

3. Quality
3.1. The iron powder shall be uniform in quality.
3.2 The chemical composition', insoluble matter in hydrochloric acid, hydro-

gen loss, flow rate, particle size distribution and apparent density shall be as
shown in Table 2.

Applicable Standards: See page 5.
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