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In the event of any doubt arising,
the original Standard in Japanese is to be final authority

Errata for JIS (English edition) are printed in Standardization Journal, published monthly
by the Japanese Standards Association.

Errata will be provided upon request, please contact:
Business Department,

Japanese Standards Association

4-1-24, Akasaka, Minato-ku,

Tokyo, JAPAN 107

TEL. 03-3583-8002

FAX. 03-3583-0462

Errata are also provided to subscribers of JIS (English edition) in Monthly Information.
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1. Scope

JAPANESE INDUSTRIAL STANDARD

Seamless nickel tube for cathode

of vacuum tube

UDC 669.24:621,385
JISs

H 4522-1996

This Japanese Industrial Standard specifies seamless nicle tube

used for the cathode of vacuum tube (hereafter referred to as "tube”),

Remarks:

The following standards are cited in this Standard.

JIS H 0321 General rules for inspection of non-ferrous
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JIS
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2. Classification
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H 1421

H 1422

H 1423

H 1424

H 1425

H 1426

H 1427

H 1428

H 1429

H 1430

H 1431

H 4502

metal materials

General rules for chemical analysis of nickel

materials for electron tubes

Methods for determination of
materials for electron tubes

Methods for determination of
materials for electron tubes

Methods for determination of
materials for electron tubes

Methods for determination of
materials for electron tubes

Methods for determination of
materials for electron tubes

Methods for determination of
materials for electron tubes

Methods for determination of
materials for electron tubes

Methods for determination of
materials for electron tubes

Methods for determination of
materials for electron tubes

Methods for determination of
materials for electron tubes

Nickel sheets and strips for
electronic tube

silicon in nickel

magnesium in nickel

copper in nickel

iron in nickel

manganese in nickel

carbon in nickel

sulfur in nickel

titanium in nickel

tungsten in nickel

cobalt in nickel

cathode of

The tube shall be classified into four classes as
given in Table 1 in accordance with chemical composition.
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