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1. Scope

JAPANESE INDUSTRIAL STANDARD

Nickel Alloy Wire

UDC 669.,245"3-426
JIS

H 4554-1991

This Japanese Industrial Standard specifies expanded or elongated nickel
alloy wires, hereafter referred to as wires,
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Wires referred to here mean expanded or elongated solid pro-
ducts having a uniform cross—sectlon over the entire length
and supplied in coiled form.

The standards cited in this Standard are as follows:
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General rules for inspection of non-ferrous metal
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General rules for chemical analysis of nickel and

nickel alloy castings

Methods for chemical analysis of nickel-copper

alloy .
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copper in nickel and

iron in nickel and

manganese in nickel

carbon in nickel and

silicon in nickel and

sulfur in nickel and

Test pieces for tensile test for metallic materials

Method of tensile test for metallic materials

Documents

Document Sharing Hub


http://www.avadocuments.com/doc/jis-h-4554-0
http://www.avadocuments.com/doc/jis-h-4554-0

