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UDC 669.295-422
JAPANESE INDUSTRIAL STANDARD JIS
Titanium rods and bars H 4650-1993
1. Scope This Japanese Industrial Standard specifies anti-corrosive
titanium rods and bars with circular cross section (hereafter, referred to
as "bars").

Remarks: The following standards are cited in this Standard.

JIS H 0321 General rules for inspection of non-ferrous metal
materials

JIS H 1611 General rule for chemical analysis of titanium

JIS H 1612 Methods for determination of nitrogen in titanium
and titanium alloys

JIS H 1614 Methods for determination of iron in titanium

JIS H 1619 Methods for determination of hydrogen in titanium
and titanium alloys

JIS H 1620 Methods for determination of oxygen in titanium
and titanium alloys

JIS H 1630 Methods for emission spectrochemical analysis of
titanium

JIS Z 2201 Test pileces for tensile test for metallic
materials

JIS Z 2241 Method of tensile test for metallic materials
JIS Z 2243 Method of brinell hardness test

JIS Z 2244 Method of vickers hardness test
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