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UDC 669.721.5-143
‘ JAPANESE INDUSTRIAL STANDARD J18S

Magnesium alloy die castings H 5303-1991

1. Scope .

This Japanese Industrial Standard specifies magnesium alloy die castings
A (hereafter referred to as the "die castings").

Remarks 1. Applicable Standards to this Standard are shown in the following:

JIS B 0403 Casting-System of Dimensional Tolerances (ISO
8062-1984)

JIS B 0409 Permissible Deviations in Dimensions Without
Tolerance Indication for Die Castings

JIS H 0321 General Rules for Inspection of Non-Ferrous Metal

. Materials

JIS H 1331 General Rules for Chemical Analysis of Magnesium
Alloys

JIS H 1332 Method for Determination of Aluminium in Magnesium
Alloys

JIS H 1333 Methods for Determination of Zinc in Magnesium
Alloys

JIS H 1334 Methods for Determination of Manganese in
Magnesium Alloys

JIS H 1335 Method for Determination of Silicon in Magnesium

Alloys
JIS H 1336 Methods for Determination of Copper in Magnesium
Alloys
‘ JIS H 1337 Method for Determination of Nickel in Magnesium
i Alloys

JIS H 1338 Methods for Determination of Iron in Magnesium
Alloys

JIS H 2222 Magnesium Alloy Ingots for Die Castings

g
Y

2. Corresponding International Standard to this Standard is shown
in the following.

ISO 121 Magnesium-aluminium-zinc alloy ingots and alloy castings
- Chemical composition and mechanical properties of
sand cast reference test bars
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