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JAPANESE INDUSTRIAL STANDARD JIS

Cemented carbide alloy of tip H 5501-1996

1. Scope This Japanese Industrial Standard specifies the cemented carbide
alloy of tip used for the tools and machine parts manufactured by a sinter-
ing process (hereafter referred to as "alloy").

Remarks: The units and numerical values given in { } in this Standard
are based on the traditional units and appended for informa-
tive reference.

2. Classification The alloy shall be classified into 3 classes as given
in Table 1 according to application and further subdivided into respective
numbers according to the mechanical properties.

Table 1. Classification

Classification | Symbol

Class S| Fine SF
No. 1 sl
No. 2 S2
No. 3 S3

Class G| No. 1 Gl
No. 2 G2
No. 3 G3

Class D| No., 1 D1
No. 2 D2
No. 3 D3

3. Quality

3.1 Alloy The alloy shall be free from flaws, cracks, strain and other
defects harmful in use.

3.2 Mechanical properties (hardness and transverse strength) Mechanical
properties (hardness and transverse strength) shall comply with Table 2.
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