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UDC 542.233. 3:669.231.7
JAPANESE INDUSTRIAL STANDARD JI8

Platinum Boats for Chemical Analysis H 6203-1986

1. Scer

This Japanese Industrial Standard specifies platinum boats to be used for
chemical analysis, hereinafter referred to as the "boat".

2. Classes and Symbols

The classes and symbols shall be as shown in Table 1.

Table 1. Class and Symbol

Class . Symbol
Platinum boat No. 12 PTBR 12
Platinum boat No. 14 PTBR 14
Platinum boat No. 16 PTBR 16
Platinum boat No. 20 PTBR 20
Platinum boat No. 30 PTBR 30
Platinum boat No. 40 PTBR 40
Platinum boat No. 50 PTBR 50
Platinum boat No. 60 PTBR 60
Platinum boat No. 70 PTBR 70
Platinum boat No. 80 PTBR 80
Platinum boat No. 9% PTBR 90
Platinum boat No. 100 PTBR 100

Applicable Standard:

JIS H 1701-Methods for Chemical Analysis of Platinum
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