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JAPANESE INDUSTRIAL STANDARD JIS

Spray fused coatings of self-fluxing alloys H 8303-1994

1. Scope This Japanese Industrial Standard specifies the significant surface(?)
of spray fused coating of self-fluxing alloys (hereafter referred to as "coating") for the
purpose of giving wear resistance, corrosion resistance, heat resistance, etc. to the

products.

Note (!) The significant surface herein means the surface important to practi-
cal use.

Remarks: The following standards are cited in this Standard.
JIS H 8200 Thermal spraying terms
JIS H 8665 Testing methods for spray fused coatings of self-
fluxing alloys

2. Definitions For the main terms used in this Standard, the definitions in JIS
H 8200 apply.

3. Classification and symbols The classification and symbols of the coating shall
be as given in Table 1.
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