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. ' JAPANESE INDUSTRIAL STANDARD JIs
Maleic Anhydride : K 1359-1985
HCﬁ—*CO\O
| Ho—CO” FW :98.06
1. Scope

This Japanese Industrial Standard specifies the maleic anhydride for
industrial use as organic intermediates.

2. Qualitz

The quality of maleic anhydride when it is tested in accordance with
the specifications in 4, shall conform to the requirements specified in

. following Table.

Table

Item : ) Quality
Appearénce 7 White solid
Colour in the molten state 50 rmi
(in Hazen units) , o
Solidifying point ( c) 52 max.
Purity T g 99.0 min.,
Ash - % 0.01 max.

3. Sampling Method
The sampling method shall conform to 3. of JIS K 4101. TIn this case,
. approx. 200 g of sam?le shall be placed in a sample container that is

cleansed and dried (%)

Note (') When sample is to be stored, it shall be kept in a cold and
dark place under tightly-stoppered condition with seallng by
nitrogen gas or dried air.

Applicable Standards and Corresponding International Standards: See page 5.
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