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JAPANESE INDUSTRIAL STANDARD JISs

Acetylene Black K 1469-1966

1. Scope

This standard specifies acetylene black for dry cells.

2. Classification

Acetylene black shall be classified as follows:

Class 1 Class 2 Class 3
50 % pressed 100 % pressed
Powder | ettei(T) pellet(2)

Notes (1) "50 % pressed pellet" is the pellet,
pour density of which is twice that
of the powder. '

(3) "1o0 % pressed pellet” is the pellet,
pour density of which is twice that of
the 50 % pressed pellet.

Reference Standards:

JIS B 7411-1960 Etched-Stem Liquid-in Glass Thermometers
JIS C 1102-1964  Electrical Indicating Instruments

JIS C 1601-1960 Indicating Thermoelectric Thermometers

JIS C 1602-1960 Thermocouples

JIS K 0050-1964  General Considerations on Chemical Analysis
JIS K 8002-1961 Preparation of Test Solutions

JIS K 8006-1961  Fundamental Articles on Volumetric Determinations |
JISR 1301-1951 Porcelain Crucibles for Chemical Analysis
JIS R 3503-1966  Glass Apparatus for Chemical Analysis

JIS R 3505-1960 Glass Volumenometers for Chemical Use

JIS Z 8401-1961 Rounding-off of Numerical Values

JIS Z 8801-1966  Standard Sieves for Testing Purposes

JIS Z 8802-1964  Methods for Determinations of pH of Aqueous.
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