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. JAPANESE INDUSTRIAL STANDARD JIS

Bearing Oils K 2239-1983

1. Scope

This Japanese Industrial Standard specifies bearing oils used mainly as
lubricant oils for the bearings of various kinds of machines lubricated by
the circulation type, oil bath type, and splash type oiling systems.

4
Remark: The units given in { } in this standard are based on the
. International System of Units (SI) and are appended for
reference.
2., Classification
Bearing oils shall be classified into 15 classes given in Table accord-
ing to the viscosity classification provided in JIS K 2001,

3. Quality

Bearing oils shall be of refined mineral oils containing additives which
contain no water and precipitates. They shall meet the requirement speci-
fied in Table below when subjected to the tests specified in 4.

’ Applicable Standards: See page 4.
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