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‘ JAPANESE INDUSTRIAL STANDARD J I8

Testing Method for Thermal Stability K 2540-1989
of Lubricating Oils

1. Scope

y This Japanese Industrial Standard specifies the testing method for thermal
stability of lubricating oils.

2. General Matters

The sample for tests shall be taken in accordance with the sampling
method of the secondary sample specified in JIS K 2251 or the method con-
forming to the above-mentioned sampling method, as appropriate.

’ 3. Outline of Testing Method

Place respectively 20 g of sample in two sample containers, and put them
on the rotating disc in the thermostatic air bath of which the temperature
has been controlled in order to keep the temperature of the sample at a
specified test temperature. After heating them for specified testing time,
inspect the existence of deposits in the sample and at the bottom of the
container, :

Remark: Testing temperature and testing time shall be those specified
in the specification of each product Standard. Example of
these specification are shown in Table. '

Table. Testing Temperature and Testing Time (Example)

Testing temperature Testing time Example of Standard
Iype of oil °C h of product
Turbine oil 170 12 JIS K 2213
Internal com-
' . bustion engine 170 2 JIS K 2215
= oil for ship
A\
’ Applicable Standards: See page 6.
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